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ABSTRACT: Structurally well-defined graphene nanoribbons (GNRs) have attracted great interest as next-generation semicon-
ductor materials. The functionalization of GNRs with polymeric side chains, which can widely broaden GNR-related studies on 
physiochemical properties and potential applications, has remained unexplored. In this work, we demonstrate the bottom-up 
solution synthesis of defect-free GNRs grafted with flexible poly(ethylene oxide) (PEO) chains. The GNR backbones possess an 

armchair edge structure with a width of 1.01.7 nm and mean lengths of 1560 nm, enabling near-infrared absorption and a low 
bandgap of 1.3 eV. Remarkably, the PEO grafting renders the GNRs superb dispersibility in common organic solvents, with a record 

concentration of 1 mg mL-1 (for GNR backbone) that is much higher than that (<0.01 mg mL-1) of reported GNRs. Moreover, the 
PEO-functionalized GNRs can be readily dispersed in water, accompanying with supramolecular helical nanowire formation. Scan-
ning probe microscopy reveals raft-like self-assembled monolayers of uniform GNRs on graphite substrates. Thin-film based field-

effect transistors (FETs) of the GNRs exhibit a high carrier mobility of 0.3 cm2 V−1 s−1, manifesting promising application of the 
polymer-functionalized GNRs in electronic devices. 

Graphene nanoribbons (GNRs) have attracted great attention 
as candidates for next-generation semiconductor materials.1-3 
Their electronic properties, such as the finite bandgap, are 
strongly governed by their width and edge structures. Among 
a number of “top-down”1,4,5 and “bottom-up”2,6-10 approaches 
developed for the fabrication of GNRs, bottom-up solution 
synthesis shows an incomparable advantage in large scale pro-
duction of liquid-phase-processable GNRs with well-defined 
structures.2,6,7 Nevertheless, chemically synthesized GNRs ei-
ther have no side substituents or are functionalized only with 
short alkyl chains,2,7,11,12 which greatly limits their solution pro-
cessability and thus impedes their deeper fundamental stud-
ies and prospective applications. Attachment of polymer 
chains to GNR backbones would offer a promising strategy to 
surmount this barrier. This approach, however, has remained 
unexplored.  

In this work, we demonstrate the bottom-up solution syn-
thesis of GNRs grafted with flexible poly(ethylene oxide) 
(PEO) chains, which involves the pre-introduction of methox-
ycarbonyl and carboxylic active groups on the periphery of 
GNRs (Scheme 1). The PEO-functionalized GNRs (GNR-PEO) 
have a PEO grafting percentage (GP) of 46% and shows excel-
lent dispersibility in common organic solvents 

 
Scheme 1. Synthetic route towards PEO-functionalized GNRs. 

such as tetrahydrofuran (THF), with high concentrations of 

up to 1 mg mL-1 (for the GNR backbone), superior to those of 
reported GNRs (<0.01 mg mL-1).2,3 Ultraviolet-visible (UV-Vis) 
studies of GNR-PEO in THF revealed a near-infrared (NIR) ab-
sorption with the maximum at ca. 650 nm and an optical 
bandgap of ~1.3 eV. Interestingly, GNR-PEO was water-dis-
persible, exhibiting red-shifted absorption bands, which are 
associated with the formation of helical nanowire superstruc-
ture of the GNRs. Photoluminescence (PL) spectrometry un-
veiled NIR emission with the maximum at ~920 nm for GNR-
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PEO in THF while complete PL quenching was detected for 
the GNRs in aqueous solution. Scanning probe microscopy 
(SPM) analysis of GNR-PEO deposited on graphite substrates 
revealed a raft-like ordered self-assembled monolayer struc-
ture. The excellent solution processability of GNR-PEO al-
lowed the fabrication of thin-film based field-effect transistors 
(FETs) by directly drop-casting their THF dispersions on 

Si/SiO2 substrates, exhibiting a high carrier mobility of 0.3 
cm2 V−1 s−1, which is superior to those of GNR thin-film based 
FETs reported previously.13,14  

 The chemical synthesis towards GNR-PEO is illustrated in 
Scheme 1 and the detailed procedures are described in the 
Supporting Information (SI). First, laterally expanded poly-

para-phenylene decorated with C10H20COOCH3 chains 
(named as PP-COOCH3) was prepared by AA-type Yamamoto 
polymerization of a dichloro-substituted oligophenylene 
monomer.15 The successful synthesis of PP-COOCH3 was 
demonstrated by nuclear magnetic resonance (NMR) and gel 
permeation chromatography (GPC) studies (Figures  S1-S3).15 
GPC analyses against polystyrene standard revealed that the 
PP-COOCH3 samples had different number-average molecu-
lar weights (Mns) ranging from 20,000 to 80,000 as well as nar-

row polydispersity indices (PDI) of 1.061.12 (PP-1, PP-2 and 
PP-3 in Table 1). Second, the PP-COOCH3 samples were trans-
formed into GNRs with a para-armchair edge structure as well 

as a width of 1.01.7 nm and different calculated average 

lengths of 1560 nm (Scheme 1 and Table 1), by employing in-
tramolecular cyclodehydrogenation in CH2Cl2 solution using 
FeCl3 as the Lewis acid and oxidant.7 As PP-2 with the Mn of 
ca. 40,000 was easier to obtain by the Yamamoto polymeriza-
tion in the present study, the synthesis of GNR-2 with a mean 

length of 30 nm could be readily scaled up to the gram scale. 
Third, the hydrolysis of GNR-2 yielded GNR-COOH, where 
the carboxyl groups afforded opportunities for further modi-
fication of the GNRs. Finally, GNR-PEO with a PEO grafting 
percentage of 46% was achieved by the esterification of the 
carboxyl groups in GNR-COOH with the hydroxyl groups at 
one end of 1 kg/mol PEO chains (Scheme 1). 

Table 1. GPC data of PP-COOCH3 samples and lengths of the cor-
responding GNRs  

a The lengths are calculated based on Mn of the polyphenylene precursors 

Fourier transform infrared (FTIR) analyses reveal signifi-
cant attenuation of the signals from aromatic C–H stretching 
vibrations at 3083, 3050 and 3024 cm−1 as well as the out-of-
plane (opla) C–H deformation bands at 829, 809 and 698 cm−1 
in the spectrum of GNR-COOCH3 compared with that of PP-
COOCH3 (Figures S10-12).7,16,17 In addition, typical opla bands 
for aromatic C–H at the armchair edge of the GNR basal plane 
appear at 816 and 861 cm-1.7,18 These results validate the effi-
cient “graphitization” of the polyphenylene backbone into 
GNR.2,7 The FTIR spectrum of GNR-PEO (Figure S14) shows a 
distinct increase in intensity of the band at 1730 cm-1  (the 
stretching of C=O in ester group) and an attenuation of the 
signal at 1702 cm-1 (the stretching of C=O in carboxyl group), 
demonstrating the successful grafting of the PEO chains. The 
13C solid-state NMR analysis reveals a grafting percentage of 

46% for GNR-PEO, which is supported by the calculation 
based on thermogravimmetric analysis (Figures S15-16 and 
Pages S18-19, SI). Moreover, solid-state 1H NMR spectroscopy 
reveals that PP-COOCH3, with a semiflexible to semirigid 
structure, becomes rigid and planar after graphitization into 
GNR (Figure S17).2,3 Specifically, the 2D 1H–1H double quan-
tum–single quantum (DQ-SQ) correlation spectra show 
broad, stretched and split ridge signals in the aromatic regions 
(Figure S17), which originate from the interactions between 
the two types of aromatic protons at the edge of the GNRs, 
confirming the graphitization of PP-COOCH3.2,3   

 
Figure 1. (a) Raman spectra of the GNRs with identical mean lengths 

of 30 nm (excited at 638 nm). (b) Photos of GNR dispersions in THF 
(1.0 mg mL-1 for GNR backbone) and in H2O (0.2 mg mL-1) after soni-
cation for 5 min. (c) UV–Vis spectra of GNR dispersions (0.01 mg mL-

1). (d) PL spectra of CNR-PEO dispersions (0.01 mg mL-1). 

The Raman spectra of the resulting GNRs exhibit typical D 
and G peaks (Figure 1a and Figure S18), as reported for other 
GNRs.2,7,19 Figure 1a shows that the first order Raman spectrum 
is not strongly dependent on the functionalization of the 
GNRs. Importantly, a distinct peak, associated to the radial 

breathing-like mode (RBLM),2,8 is observed at 170 cm-1 for all 
GNR samples. The presence of this peak confirms the atomi-
cally precise and low-dimensional structure of GNRs.2,19 By us-
ing the relation: w = 3,222/vRBLM Å, where w is the width and 
vRBLM is the RBLM wavenumber,2,3 the mean width of our 

GNRs is experimentally estimated to be 19 Å, which is in good 
agreement with the calculated value of  1.7 nm (Scheme 1). The 
RLBM of the GNRs seems to be less affected by the edge pat-
tern geometry, compared to other GNRs, where a strong dis-
crepancy between experimental and calculated RLBM posi-
tion has been observed.19 

Owing to the high-degree grafting of PEO chains, the re-
sultant GNRs exhibit superior dispersibility in conventional 
organic solvents including THF, chloroform, chlorobenzene, 
and 1,2,4-trichlorobenzene (TCB), etc. Mild sonication of 
GNR-PEO in these organic solvents, e.g. in THF, generated 
black homogeneous dispersions with high concentrations up 
to ~1 mg mL-1 (for GNR backbone, Figure 1b). The dispersions 
were stable without visual precipitation for at least one day. 
In sharp contrast, GNR-COOCH3 and GNR-COOH could not 
be homogeneously dispersed in these solvents under similar 
experimental conditions and a visible precipitate was ob-
served within several minutes after sonication (Figure 1b). The 
highest concentrations of GNR-COOCH3 and GNR-COOH in 
THF only reached ~0.02 mg mL-1 and ~0.05 mg mL-1, respec-
tively (Figure S20). Moreover, the dispersibility of GNR-PEO 
is much better than that of reported alkylated GNRs (<0.01 mg 
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mL-1 in dispersions).2,3 On the other hand, dynamic light scat-
tering (DLS) analysis gave a single narrow size distribution 

with an average hydrodynamic diameter (Dh) of 40 nm for 
GNR-PEO in THF (Figure S21). The fact that the mean Dh is 

close to the calculated size (30 nm) of a single PEO-modified 
GNR suggests the lack of serious aggregation of GNR-PEO in 
THF. This result contrasts starkly to those from reported al-
kylated GNRs, which suffer from pronounced aggregation un-
der similar conditions.2,3  

Remarkably, GNR-PEO was also water-dispersible with a 
high concentration of ~0.2 mg mL-1 of the GNR backbone (Fig-
ure 1b). The dispersions were stable for several hours depend-
ing on the concentration. DLS study gave a much increased 
mean Dh (~450 nm) for GNR-PEO in H2O, suggesting supra-
molecular assembly of the GNRs (Figure S21). Transmission 
electron microscopy (TEM) and AFM revealed an interesting 
helical nanowire superstructure for the GNR assemblies, 

which has a mean diameter of 25 ± 12 nm, lengths of 520 µm 
and an average pitch of 48 nm (Figure S22).   

The excellent dispersibility of GNR-PEO in common sol-
vents offers opportunities for a wide range of solution-based 
physical characterizations. UV-Vis spectrum of GNR-PEO in a 
dilute THF dispersion reveals NIR absorption with the maxi-

mum at ~650 nm and an optical bandgap of 1.3 eV (Figure 
1c). This bandgap agrees well with the calculated value of 1.34 
eV for para-armchair edge GNRs based on density functional 
theory.20 The absorption spectra of GNR-COOCH3 and GNR-
COOH in THF display similar features to that of GNR-PEO 
(Figure 1c). In contrast, GNR-PEO in H2O exhibits a signifi-
cantly red-shifted main absorption band associated with a 
lower bandgap of ~ 1.0 eV (Figure 1d). On the other hand, the 

GNRs with different mean lengths of 1560 nm exhibit an 
identical bandgap of 1.3 eV (Figure S23), suggesting negligible 
longitudinal confinement in determining the bandgaps of 
GNRs of over 15 nm in length. As serious aggregation generally 
quenches the fluorescence of GNRs, their PL characteristics 
have been difficult to obtain. In our work, GNR-PEO in dilute 
THF dispersion gave a PL spectrum with the emission maxi-
mum at ~920 nm (Figure 1d), attributable to the outstanding 
dispersibility of GNR-PEO. In contrast, GNR-PEO in H2O 
shows complete PL quenching due to the strong aggregation 
of the GNRs.  

Self-assembled monolayers of GNR-PEO were investigated 
at the liquid–solid interface by means of scanning tunnel mi-
croscopy (STM). Figure 2a displays a typical STM image of 
GNR-PEO deposited on highly oriented pyrolytic graphite 
(HOPG) using hot TCB, which reveals small domains of self-
assembled GNRs where individual GNRs are co-aligned side 
by side into a lamellar structure. The average longitudinal size 
(> 100 nm) of the lamellae is larger than the length of a single 
GNR, indicating an end-to-end alignment of the GNRs within 
a lamella. The periodicity of these stripes is in the range of 5.1–
5.7 nm, much lower than the width of a GNR-PEO with fully 
extended side-chains. This suggests that the PEO chains ei-
ther form coiled/entangled bundles between the aromatic 
backbones of adjacent GNRs or are back-folded in the super-
natant solution. Similar behavior was reported earlier where 
oligoethylene oxide chains remain in solution due to their 
lower adsorption energy on graphite compared with alkyl 
chains.21 Besides, the lamellae appear as a repetition of double 
bright stripes sandwiching a dark one, which could be induced 
by the introduction of the PEO chains. Lamellae of various 
sizes (tens of nm) on HOPG were also imaged by atomic force 
microscopy (AFM) after evaporation of the solvent (Figure 

S25), including assemblies of only a few GNRs and even stripes 
compatible with single GNRs (Figure 2b,c). A line profile 

traced on the AFM image shows a height difference of 0.4 nm 
between graphite and the GNRs (Figure 2d), validating the 
formation of organized monolayers. The average periodicity 
of the stripes in the lamellae is 5.4 ± 0.3 nm, in agreement with 
the result from STM. 

 
Figure 2. (a) STM image of isolated GNR-PEO domains at the 
TCB/HOPG interface (Iset = 100 pA, Vbias = –0.6 V). (b, c) AFM topog-
raphy images of self-assembled GNR-PEO monolayers on HOPG upon 
drying. Inset in (c) shows a Fourier Transform of the image showing 
the three axes of the 5.4 nm wide lamellas. (d) Line profile along the 
black dotted line in the AFM image in panel (b) shows the formation 
of a monolayer film. (e, f) AFM phase images of isolated GNR-COOH 
domains on HOPG upon drying. (g) Line profile along the black dot-
ted line in panel (f) shows a periodicity of 4.6 nm for the lamellae. (h) 
A molecular model depicting the plausible arrangement of GNR-
COOH in the organized monolayers. In this model, alkyl chains are 
fully extended and adjacent molecules possibly interact with each 
other via hydrogen bonding of the terminal carboxyl groups; the 
GNRs parallel to each other without stacking or interdigitation of the 
alkyl chains. The periodicity is 4.8 nm. 

In comparison, AFM analysis of GNR-COOH dry films on 
HOPG revealed similar monolayer structures with striped do-
mains (Figure 2e,f). The mean periodicity of the stripes in a 
GNR-COOH lamella is 4.6 ± 0.2 nm (Figure 2g), which is in 
accordance with the calculated assembly model of GNR-
COOH (periodicity: 4.8 nm, Figure 2h). The 0.8 ± 0.5 nm dif-
ference in periodicity between the two types of GNRs can be 
explained by the insertion of PEO “rows” in the lamellae, the 
interactions of  which allows the organization of GNR-PEO 
into a regular pattern. 

Profiting from the excellent dispersibility of GNR-PEO in 
common organic solvents, we investigated the electronic 
properties of the GNRs by fabricating GNR-based thin-film 
FETs. To this end, GNR-PEO was deposited between Ti/Au 
electrodes on Si/SiO2 substrate by drop-casting of the disper-
sion (0.5 mg mL-1) in THF (Figure S27A). The subsequent mild 
heating vaporized THF rapidly and left a GNR thin film behind 
without solvent contamination, which is a great advantage of 
low-boiling solvents. Afterwards, the substrate was annealed 
under a H2/Ar atmosphere at 500 oC, which is an optimum 
temperature to cut off the insulating alkyl chains from GNRs 
to reduce ribbon-to-ribbon junction resistance without affect-
ing the GNR basal plane.13 FTIR and Raman spectroscopies of 
the film revealed no apparent influence of the thermal treat-
ment on the GNR backbone (Figure S28A,B). Moreover, the 
GNR thin film between two Ti/Au electrodes was imaged by 

SEM and AFM, which gave a length of 3 µm, a width of 3 

µm, and a thickness of 27 nm for the film (Figure S27B and 
Figure S28C). In contrast, GNR-COOCH3 and GNR-COOH 
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could only form discontinuous films with massive aggregates 
on the substrate under the similar drop-casting conditions, at-
tributable to their much poorer dispersibility in THF.  

The current vs drain voltage (I−Vd) and current vs gate volt-
age (I−Vgs) for the channel length L ~ 3 µm thin-film FET are 
displayed in Figure S27C,D. The I−Vd curves of the thin film 
before and after annealing at 500 °C prove that annealing can 
significantly increase the conduction (inset in Figure S27C). 

The thin-film FET exhibited maximum carrier mobility of 0.3 

cm2 V-1 s−1 and an on-off ratio of 4 under a low voltage of 20V 
(Figure S27D, the calculation is provided in the SI, Page S29). 
Although the GNR thin film still revealed a limited p-type cur-
rent modulation, which is probably due to the electric field 
screening effect in GNR films and relatively high ribbon-to-
ribbon junction resistance,22,23 the resultant mobility repre-
sents the best  among those of GNR-thin-film based FETs re-
ported thus far.13,14 

In summary, we demonstrated the first bottom-up solu-
tion synthesis of polymer-functionalized GNRs with defined 
structures. The resultant GNR-PEO exhibited an outstanding 
dispersibility in common organic solvents and even water. 
The excellent dispersibility offers opportunities not only for 
deep understanding physiochemical properties of GNRs by a 
wide range of solution-based physical characterizations in-
cluding UV-Vis, PL, DLS, and SPM, etc., but also for develop-
ing prospective applications such as GNR-thin-film based 
FETs. This study blazes a trail for polymer functionalization of 
GNRs, which hold promise to prepare thin films with con-
trolled alignment of GNRs by solution deposition. This means 
might enhance the electrical properties of bottom-up synthe-
sized GNRs. Moreover, polymer functionalization affords 
chances to develop new GNR-related studies in a broad range 
of research areas including molecular self-assembly, nano-
composites, and biotechnology, etc.  
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